Recreating a 1930’s Lacquer Finish
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Basic Materials:
(Available at paint or hardware stores) 
Naphtha (can also use mineral spirits) ("White Spirit" in UK)
#0000 steel wool 
Gel-type paint remover
"Disposable" bristle brush 
Hamster bedding (from pet store) or wood chips from wood planers
Lacquer thinner
Denatured alcohol ("Methylated Spirit" in UK)
Paste wood filler 
Burlap or other coarse fabric 
#220 silicone carbide sandpaper 
#400 wet/dry sandpaper
Tack rag 
White (clear) shellac 
Good quality brush 
Oil based stain(s)
Lacquer toner spray(s)(*see below)
Gloss spray Lacquer(*see below)
2 blocks of wood wrapped with felt
Pumice
Lemon or butcher block oil 
Rottenstone
Car wax or paste wax
Lacquer masking tape (green color) for masking off lacquered areas

The hard part about refinishing a wood radio so that it has an original type of finish is wading through the many choices in the paint store. Radios had lacquer finishes (except for a few, mostly in the 20s, that had shellac finishes), so lacquer is the finish to use. Don't use varnishes, polyurathanes, tung oil or Danish oil finishes. They won't look right on a period piece. 

Here's how to do it: 

Stripping a finish off an old set is usually quite quick. The easiest method for most people is to use a chemical stripper. I would suggest using a gel stripper, such as Citristrip, which can remain wet (and therefore working) for a couple of days. 

Apply it liberally over the old finish using a cheap "disposable" brush. Let the stripper alone to do its work. When the finish starts to come up, grab a handful of wood chips (hamster bedding from a pet store) and scrub off the finish. The chips will absorb the stripper and the dissolved finish. Don't forget to wear protective gloves. 

Then make a 50/50 mix of denatured alcohol and lacquer thinner and wash off any finish and stripper residue with the mixture using #0000 steel wool to apply it. Use some fresh chips to dry up any of the mixture from the surface. You now have a clean wood surface. 

Some woods have an "open pore" grain structure. Walnut, mahogany, and oak are such woods. To obtain a smooth finish it is best to fill the pores level with the wood surface. A paste wood filler is made for this purpose. 

The filler can be colored with a little oil based stain, if needed. Apply the filler to the wood and rub it into the pores. Let it start to set up and remove the excess with a coarse cloth across the grain, then let it set overnight. 

The next day sand the surface lightly with #220 silicone carbide sandpaper. Make sure any film of filler that might have been left on the surface is removed. Wipe it down with a tack rag to remove stray dust particles. 

In a jar, mix one part shellac to five parts of denatured alcohol to make a thin "sealer" coat. Paint a coat of the thinned shellac over the wood surfaces of your radio and let it dry (it will only take a few minutes). This shellac coat seals the surface and allows the stain to cover more evenly. 

Run you hand over the wood. You'll feel some slight bumps. Sand lightly with #400 sandpaper just to remove those bumps--and be careful not to sand through the wood at the edges. 

Apply the appropriate stain to the wood with a brush or paper towel. Let it set a few minutes and wipe the excess off with paper towels. Let the stain dry overnight. 

The next day apply another sealer coat, let it dry. Tack rag again. If the color is right, go on to the next step, otherwise you can apply a second coat of stain, either the same color or another as needed, then add another sealer coat, sand, and tack rag. It's important to add the shellac coat in between the layers of stain, otherwise the solvent in the new layer of stain will start to dissolve the lower coat and you will be wiping that away along with the excess new stain. You can also use spray cans of lacquer toner (with sealer coats in between) to even out colors in different pieces of wood (this is what most manufacturers did). 

Once you get the color right, give the surface one last sealer coat, sand, and tack rag, and you're ready for the finish. 

Spray lacquer is somewhat difficult to find, but was the finish used on almost every wood radio made. The hardest finish is obtained with gloss lacquer. It is best to use the gloss, even if you don't want a really shiny finish, as you can control the level of shine in the last steps. 

Spray even coats of lacquer on the radio, letting each coat dry completely, and then sanding lightly with the #400 paper and tack ragging. Again watch out for the edges. You probably will need to apply three or four coats (more if you didn't fill the grain of any open pore woods). 

After the last coat, wet the surface with a little water sand again with the #400 paper--just enough to give an over all dull look. Then buff the surface with #0000 steel wool Until you get a more even dull appearance. 

Wet the surface with some soapy water, sprinkle some pumice (an abrasive) on and rub the finish with a block of wood wrapped with a couple layers of felt for flat surfaces or a pad of cloth for rounded surfaces. This will give the lacquer a semi-gloss finish. 

If you want a glossier finish, repeat the process using lemon oil or butcher block oil, rottenstone (a really fine abrasive) and a clean felt wrapped block. 

Lastly, apply a thin coat of wax. Pre-softened car wax is easy to use, or use paste wax (add a splash of naphtha to liquefy the wax and make it easier to apply). Buff the wax to a to shine. 

